
STD.JIS M 8100-ENGL 1992 .. 4933608 0567165 340 ..

JAPANESE INDUSTRIAL STANDARD

JIS M 8100:1992
Particulate materials-General rules for methods of sampling

October, 2000
ERRATA

Page 6,
Replace Fig.2 with the following figure:

Fig.2 Summary of sampling and sample preparation(An example)
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Page 16,
Replace Fig.4 and Fig.5 with the following figures respectively:

Fig.4
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Fig.5
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Remarks: This erratum is for correcting the fIrst edition of this Standard.
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